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PREFACE 
This final report presents the results of a research program, 
initiated in July 1986, sponsored by the National Aeronautics and Space 
Administration under Grant No. NAG-1-674 (University of Wyoming Project 
No. 5-32474). The NASA Technical Monitor was Dr. T. Kevin O'Brien, 
Fatigue and Fracture Branch, Materials Division, NASA-Langley Research 
Center. 
All work was performed by the Composite Materials Research Group 
(CMRG) within the Department of Mechanical Engineering at the University 
of Wyoming. Co-principal investigators were Mr. Richard S. Zimmerman, 
Staff Engineer, and Dr. Donald F. Adams, Professor. Making significant 
contributions to this program were Mr. Michael Borgman and Ms. Janice 
Atkins, undergraduate students in Mechanical Engineering and members of 
the CMRG. 
Use of commercial products or names of manufacturers in this report 
does not constitute official endorsement of such products or 
manufacturers, either expressed or implied, by the National Aeronautics 
and Space Administration. 
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SECTION 1 
INTRODUCTION 
The edge delamination test (EDT) is a mixed-mode fracture test 
method comprised of components of a tensile mode and a sliding or 
interlaminar shear mode of delamination (Mode I and Mode 11). It was 
initially developed by Pagano and Pipes to characterize interlaminar 
fracture toughness in composite laminates and provide a method to 
determine their relative damage tolerance and toughness [ 1 ,2 ] .  The EDT 
has been further developed by O'Brien and most recently has been 
proposed as a standard test method by the American Society for Testing 
and Materials (ASTM) [3,4]. 
The edge delamination specimen develops interlaminar normal 
stresses at the free edges when loaded in tension. These stresses, 
caused by large Poisson's ratio mismatches between plies, cause the 
specimen to delaminate at the ply interface with the highest 
interlaminar normal stress. The delamination is controlled by a 
combination of Mode I and Mode 11. Several different laminate types 
have been used to perform this test, with varying percentages of Mode I 
and Mode I1 components based on the layup and material system [ 2 , 3 ] .  
O'Brien has also developed a finite element computer program to quantify 
the contribution of each mode in the EDT for the purpose of predicting 
material behavior related to damage tolerance and fracture 
toughness [3]. 
The EDT method is normally performed under static tensile loading 
but can be performed under tension-tension fatigue loading. Fatigue 
loading allows the determination of dynamic fracture toughness 
1 
properties due to the cyclic loading. The purpose of this study was to 
measure effects of temperature and preloading history on critical strain 
energy release rate (G ) determined using the edge delamination test 
method (EDT) in tension-tension fatigue. Tension-tension fatigue 
testing at two test temperatures was performed on IM7/8SS1-7 carbon 
fiber-reinforced epoxy composite specimens laid up in the [+_35/0/90] 
orientation. Some edge delamination specimens were fatigue tested with 
no preconditioning while others were preconditioned using one of two 
methods, i.e., a high mean load for 1000 cycles or a high spike load. 
Static tests to determine in-plane lamina properties and static edge 






All test specimens were fabricated and tested by the Composite 
Materials Research Group (CMRG) from cured panels supplied by 
NASA-Langley. The complete test matrix is given in Tables 1 and 2. 
Static lamina testing was performed to generate in-plane material 
properties necessary to calculate the critical strain energy release 
rate (G ) values measured in edge delamination tests (EDT). Static EDT 
were conducted to allow comparisons with dynamic EDT results. 
Transverse coefficient of thermal expansion (CTE) tests were also 
performed. Tension-tension fatigue testing was performed using the EDT 
method with three types of preconditioning of the test specimens. 
C 
Average axial and transverse tensile, edge delamination, and 
in-plane Iosipescu shear results are presented in Figures 1 through 4 as 
a function of test temperature. Average tabulated data are given in 
Section 4 and individual specimen data and stress-strain plots are 
presented in Appendix A. 
Figure 1 shows the axial tensile test results for the IM7/8551-7 
carbon fiber-reinforced/epoxy material. Figures la through IC show that 
there were minimal differences in the longitudinal material properties 
between the two test temperatures. Figure 2 presents the transverse 
tensile material properties measured. Slightly more variation was seen 
in the transverse tensile material properties because of specimen 
configuration and material variations at the two test temperatures. 
These differences are 
energy release rate 
discussed in detail in Section 4. Critical strain 
(GC) calculated from the static EDT results 
3 
TABLE 1 
Test Matrix for Static Tests 




Axial Tension 5 5 
Transverse Tension 5 5 
In-Plane Ios ipescu  Shear 5 5 
[+35/0/90Is Edge Delamination 5 5 
Transverse C o e f f i c i e n t  o f  
Thermal Expansion (-40OF t o  250°F) 3 
43  Specimens 
TABLE 2 
Test Matrix for Edge Delamination 
Fatigue Tests at 10 Hz, R = 0.1 
Fatigue Curve Type Test Temperature Specimen 
(OF) Replicates 
B a s e l i n e  S ine  Wave 
( n o  p recond i t ion ing )  
75 20 
180 20 
High Load Spike i n  1st Cycle 75 20 
load ) 180 20 
(70 p e r c e n t  of ult imate  
High Mean Load S i n e  Wave 75 
(First 1000 c y c l e s  a t  70 
percent of u l t i m a t e  peak load) 
( F i r s t  1000 c y c l e s  a t  60 180 
p e r c e n t  of u l t i m a t e  peak load) 
Runout t o  l o 6  Cycles Typical 
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Figure 1. Average Static Axial Tensile Results for the IM7/8551-7 
Carbon/Epoxy Unidirectional Composite as a Function of 
Temperature. 
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Figure 2. Average Static Transverse Tensile Results for the IM7/8551-7 
Carbon/Epoxy Unidirectional Composite as a Function of 
Temperature. 
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decreased slightly at the higher test temperature, as seen in Figure 3. 
In-plane Iosipescu shear properties are shown in Figure 4. Shear 
strength and modulus values decreased slightly at the higher test 
temperature. Ultimate shear strain variation with temperature could not 
be determined due to saturation of the strain gage rosettes at both test 
temperatures. Transverse CTE was measured for the IM7/8551-7 material. 
Six complete fatigue curves were generated using EDT specimens. 
Three fatigue curves were generated at room temperature and three at 
180°F (82OC), all at 10 Hz, using a sinusoidal waveform and a load ratio 
R equal to 0.1. Three preconditioning load histories (described kin 
A laminated Section 3) were used to determine their effects on G 
plate computer program (AC3) was used to calculate the sub-laminate 
modulus required for the calculation of the stiffness contribution in 
C' 
the strain energy release rate equation [12]. Cycles to delamination 
were reduced significantly after specimens had been preconditioned with 
the 1000 cycle high mean loading. Less effect on number of cycles to 
delamination was measured when a high spike loading precondition was 
performed prior to the fatigue loading. Values of GC were higher at the 
elevated test temperature when the same precondition history fatigue 
curves were compared. 
the static GC data. 
This effect on GC was the reverse of that seen in 
Section 3 discusses the test procedures and test apparatuses for 
all testing performed. Section 4 presents average test results for 
static and fatigue testing performed. Conclusions are given in 
Section 5. Individual test results are given in Appendices A and B. 
7 
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Figure 4. Average In-plane Iosipescu Shear Results for IM7/8551-7 




SPECIMEN FABRICATION AND TEST PROCEDURES 
3.1 Material 
The material system chosen by NASA-Langley for this study was 
IM7/8551-7 carbon fiber-reinforced epoxy. It is a relatively new 
material system manufactured by Hercules Aerospace, Salt Lake City, 
Utah. The IM7 is a high strength, medium modulus carbon fiber (683 ksi 
(4.71 GPa), 41.0 Msi (283 GPa)) [4]. The 8551-7 is a rubber-toughened 
epoxy with good G toughness properties (5.5 in-lb/in2 (958 J/m2)) [5]. 
All materials used in this program were supplied by NASA-Langley in flat 
IC 
plate form. Six inch (152.4 mm) square panels were supplied in the edge 
delamination test layup ([f35/0/90Is) and three different thickness 
unidirectional layups ( [ O ] , ,  [ O ] , , ,  and [ O ] , , ) .  Enough material was 
supplied to complete six edge delamination fatigue curves and all 
required static tests. 
3.2 Static Test Procedures 
All specimens were cut from the supplied panels utilizing an 
abrasive cut-off wheel mounted on a surface grinder. Water cooling was 
used to ensure that the material did not overheat during the cutting 
process. 
Acid digestion fiber volume determinations were performed on all 
panels. The procedure given in ASTM Standard Test Method D3171-76 was 
followed, where a 70% nitric acid was used to dissolve the matrix from 
the fibers using a hot plate to heat the samples to approximately 170°F 
(75°C) to speed up the reaction time [6]. The 8551-7 toughened epoxy 
10 
dissolved at a slower rate than usually seen in this procedure on 
previously studied epoxies. 
A l l  static tests were conducted using a computer-controlled Instron 
Model 1125 electromechanical testing machine. A BEMCO Model FTU 3.0 
environmental chamber was used to achieve the 180°F (82°C) test 
temperature. A crosshead rate of 0.08 in/min (2 mm/rnin) was used for 
all static testing except the edge delamination testing, which was 
performed at 0.04 in/min (1 mm/min). 
3.2 .1  Static Tension 
Guidelines in ASTM Standard Test Procedure D3039-76 were followed 
for all static tension testing [ 7 ] .  Conventional wedge action grips 
were utilized to load specimens for all static tension testing. Static 
axial tension test specimens were 6 in. (152 mm) long, 0.5  inch (12.7 
mm) wide, and approximately 0.04 in. (1.0 mm) thick. Longer specimens 
are normally used for axial tension (9 in. (229 mm)) but the supplied 
panels limited the specimen length to the smaller dimension. 
Glass/epoxy circuit board material end tabs 1.5 in. ( 3 8  mm) long were 
bonded to each specimen using a two-part epoxy adhesive. The adhesive 
was Techkits A-12 (Techkits, Inc., Demarest, New Jersey). It is used 
extensively for bonding tabbing material to composite specimens and has 
good material properties up to 350°F (177°C) .  Axial strains were 
measured using a 2 inch (50.8 nun) gage length Instron extensometer, 
' allowing complete stress-strain curves to be generated. Lateral strains 
were measured with a 0.5 inch (12.7 mm) gage length extensometer on the 
axial tension test specimens, allowing for the calculation of Poisson's 
ratio. 
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Transverse tension test specimens were 6 in. (152 mm) long, 
0.75 in. (19 mm) wide, and 0.115 in. (2 .9  mm) or 0.040 in. (1.0 mm) 
thick. Not all transverse tension specimens could be cut from the same 
thickness panel due to the small panel dimensions. None of the supplied 
panels were large enough to accommodate all the required ten transverse 
tension specimens. The five room temperature test specimens were cut 
from the 0.115 in. (2 .9 mm) thick [ O ] , ,  panel while the five elevated 
temperature test specimens were cut from a 0.04 inch (1.0 mm) thick [ O ] ,  
panel. End tabs were not used with these specimens. Axial strains were 
measured using a 2 inch (50.8 mm) gage length Instron extensometer, 
allowing complete stress-strain curves to be generated. Transverse 
strains were not measured on the transverse tension specimens. 
Edge delamination test (EDT) specimens were 6 in. (152 mm) long, 
0.5 inch (12.7 mm) wide, and approximately 0.04 in. (1.0 mm) thick. 
This specimen geometry was used for previous edge delamination testing 
for NASA-Langley at the University of Wyoming [ l o ] .  Other geometries 
can be used for this test method as described by O'Brien and Carlsson 
and Pipes in references [3,14]. The smaller specimen configuration was 
used in this program to allow more specimens to be fabricated. 
Approximately 1.0 inch (25.4 mm) of each end of the EDT specimens was 
held in the grip area, leaving 4 in. (102 mm) between the grips. Axial 
strains were measured using a 2 inch (50 .8  mm) gage length Instron 
extensometer, allowing complete stress-strain curves to be generated. 
Lateral strains were measured with a 0.5 inch (12.7 mm) gage length 
extensometer, allowing for the calculation of Poisson's ratio for the 
static EDT tests. 
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3.2.2 In-Plane Iosipescu Shear 
In-plane Iosipescu shear test specimens were 3 in. (76.2 mm) long, 
0.75 in. (19.1 mm) wide, and approximately 0.06 in. (1.6 mm) thick. 
Opposing 90" notches were cut on each edge of the specimens to a depth 
of 0.15 in. (3 .8  mm). The notches were cut using a silicon-carbide 
grinding wheel dressed to the 90° angle with a 0.05 in. (1 .3 mm) radius 
at the bottom of the notch. 
Loads were applied to all in-plane shear specimens using a Wyoming 
Iosipescu shear test fixture. Shear strains were measured with a 
Measurements Group No. EP-13-062TH-120 two-element rosette strain gage 
mounted between the notches of the specimens. Complete shear stress- 
shear strain curves were generated for all Iosipescu shear specimens. 
3.2.3 Transverse Coefficient of Thermal Expansion (CTE) 
The transverse CTE test specimens were 5 in. (127 mm) long, 0.375 
in. (9.5 mm) wide, and 0.115 in. (2 .9  mm) thick. N o  axial coefficient 
of thermal expansion specimens were tested in this program. 
Transverse CTE tests were performed using a microprocessor- 
controlled quartz-tube dilatometer in conjunction with a linear-variable 
differential transformer (LVDT). The specimens were exposed to thermal 
excursions between -40°F (-40°C) and 250°F (120°C). Data were acquired 
on the heat-up portion of the thermal cycles only.  Two thermal cycles 
each were completed on the three specimens tested. 
3.3 Tension-Tension Edqe Delamination Fatigue Procedure 
All fatigue tests were performed on 
servo-hydraulic testing machine using a 
an Instron Model 1321 biaxial 
10 Hz sinusoidal excitation 
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waveform and a load ratio R (ratio of minimum to maximum applied cyclic 
loading) approximately equal to 0.1. Axial strains were measured using 
a 2 inch (50.8 mm) gage length Instron extensometer. The extensometer 
knife edges were bonded to the EDT specimens using Devcon 5-minute 
two-part epoxy to ensure that the measured strains were not affected by 
slippage of the knife edges on the specimens' surface during the fatigue 
test. 
Model 647.028 hydraulic grips manufactured by MTS, Inc., 
Minneapolis, Minnesota, were used to grip specimens for all edge 
delamination fatigue testing. The grips were equipped with special high 
temperature seals and actuating fluid system to allow usage up to 350°F 
(177°C). They have a load capacity of 5500 pounds (25 kN), which was 
sufficient to perform all EDT fatigue testing. 
An Applied Test Systems, Inc. Series 2911 environmental chamber was 
used to achieve the required 180°F (82°C) test temperature. Chamber 
temperature was measured using a Type "E" , Chromel-Constantan, 
thermocouple placed near the test specimen. Figure 5 shows the 
tension-tension fatigue test configuration used with the environmental 
chamber in place. 
Six complete fatigue curves were generated using the EDT method 
while monitoring the dynamic modulus of the specimens. Three fatigue 
curves were generated at room temperature and three at elevated 
temperature, 180°F (82OC). The three fatigue curves at each temperature 
were generated using different preloading schemes prior to the normal 
sinusoidal fatigue test. One curve at each test temperature consisted 
of a normal sinusoidal loading to specimen delamination with no preload 
history (normal baseline curve). One curve at room temperature was 
14 
. .  
ORIGINAL PAGE IS 
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L 
a) Overall View of EDT Fatigue Test Setup 
b) Close-up View of EDT Fatigue Test Setup 
Figure 5. Edge Delamination Fatigue Test Configuration Showing 
Extensometer Mounted on EDT Specimen, Hydraulic Grips, 
Environmental Chamber, Instron Model 1321 Testing Machine, 
and Controls Cabinet. 
15 
generated with normal sinusoidal loading to delamination after the 
specimens had been subjected to a high cyclic load to 70 percent of 
ultimate load for 1000 cycles (high mean load curve). The elevated 
temperature fatigue curve with a high mean load for 1000 cycles was 
performed to only 60 percent of ultimate load because the EDT specimens 
delaminated before the 1000 cycles were completed at 70 percent of 
ultimate load. This precluded the possibility for further fatigue 
loading. The third fatigue curves at both test temperatures were 
generated after the EDT specimens had been subjected to a maximum load 
of 70 percent of ultimate load for one cycle (spike load curve). 
The fatigue test procedure for all testing was quite complicated 
and required a great deal of time and effort to perfect. The 
application computer programs necessary to calibrate and perform the 
testing were written by the CMRG in Fortran 77 computer language on a 
PDP 11/24 minicomputer. The application programs interfaced with an 
Instron Machine Driver (IMD) to perform the required subroutine calls to 
control the test machine and to acquire the data during each fatigue 
test. The Instron Machine Driver is written in the Macro-11 computer 
language and is supported by Instron Corporation, Canton, Massachusetts. 
It consists of numerous machine control subroutines and data acquisition 
subroutines interfaced with the Instron testing machine hardware. Data 
recorded during each fatigue test were load, strain, stroke, and cycle 
count. 
The application computer programs also performed many calculations 
and decisions based on the status of the fatigue test, such as to 
continue with the test if the specimen was intact, or stop the test if 
the specimen had delaminated causing a loss of stiffness. The decision 
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to continue or suspend testing was based on the dynamic modulus 
calculated during the test. The dynamic modulus was calculated using a 
linear regression curve-fit technique. The lowest stress level during a 
cycle ( a  ) was found and the slope of the stress-strain curve was 
calculated over the next 20 data stress-strain pairs. If the calculated 
dynamic modulus had decreased by 5 percent or more from the initial 
calculated modulus, signifying delamination, then the computer would 
stop the fatigue test. Storage of data was accomplished using a 
logarithmic scheme similar to that used in previous modulus decay 
fatigue testing for NASA-Langley [8 ,9 ] .  Table 5 gives the data storage 
progression used in this program. 
min 
There were five major steps required to prepare for and perform an 
EDT fatigue test. Step 1 was to calibrate the load, strain, and stroke 
T a b l e  5 
DATA STORAGE PROGRESSION 
Cycle Ranqe Cycle Incremen, Between Disk 
1 to 100 1 
101 to 1000 10 
1001 to 10,000 100 
10,001 to 100,OOG 1,000 
100,101 to 1,000,000 10,000 
1,000,001 to 10,000,000 100,000 
iorage 
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t r a n s d u c e r s  t o  t h e  a p p r o p r i a t e  v a l u e s  r equ i r ed .  This  step w a s  performed 
p e r i o d i c a l l y  du r ing  t h e  t e s t i n g  t o  v e r i f y  t h a t  c a l i b r a t i o n  v a l u e s  had 
n o t  changed f o r  t h e  t h r e e  t r a n s d u c e r s  and t h e i r  r e s p e c t i v e  a m p l i f i e r s .  
S t e p  2 w a s  t o  calibrate t h e  computer with t h e  t h r e e  t r a n s d u c e r  
o u t p u t s .  Th i s  s t e p  was performed t o  ensu re  t h e  computer had s t o r e d  t h e  
c u r r e n t  t r a n s d u c e r  c a l i b r a t i o n s  before each f a t i g u e  test .  
S t e p  3 w a s  t o  perform a p r e l i m i n a r y  f a t i g u e  test  u s i n g  a squa re  
wave e x c i t a t i o n  on a specimen wi th  s i m i l a r  s t i f f n e s s  t o  t h e  a c t u a l  test 
specimen. A square wave e x c i t a t i o n  was used t o  set  t h e  l o a d  t r a n s d u c e r  
g a i n  level f o r  optimum c o n t r o l  and response of t h e  I n s t r o n  tes t  machine 
a t  each l o a d  l e v e l  as d e s c r i b e d  i n  t h e  I n s t r o n  Machine Operat ion Manual 
[ll]. S t e p  3 w a s  c r i t i ca l  because o f  t h e  l i m i t e d  l o a d  c o n t r o l  r e sponse  
of t h e  I n s t r o n  1321 a t  t h e  10 Hz c y c l i n g  frequency. A f t e r  s e t t i n g  t h e  
g a i n  level t o  t h e  optimum level, t h e  computer program c a l c u l a t e d  t h e  
a p p r o p r i a t e  amount of computer c o n t r o l  overprogramming necessa ry  t o  
e n s u r e  t h e  loads  t r a n s m i t t e d  t o  t h e  specimen were close t o  t h e  d e s i r e d  
v a l u e s .  The mass of t h e  t o r s i o n a l  a c t u a t o r  below t h e  l i n e a r  a c t u a t o r  
was ve ry  d e t r i m e n t a l  t o  t h e  performance of t h e  I n s t r o n  Model 1321 test 
machine a t  t h e  10 Hz c y c l i n g  frequency,  b u t  was f u l l y  compensated for by 
t h i s  load command overprogramming i n  t h e  a p p l i c a t i o n  computer program. 
The s t i f f n e s s  of t h e  composite material specimens be ing  t e s t e d  w a s  l o w  
enough and t h e  i n e r t i a  of t h e  l o a d  frame a c t u a t o r  high enough t o  r e q u i r e  
a command overprogramming of 10 t o  20 p e r c e n t  for a l l  fatigue tests. 
S t e p  4 w a s  performed on o n l y  t h o s e  specimens s u b j e c t e d  t o  a p r e t e s t  
l o a d  h i s t o r y .  The h igh  mean load EDT specimens were t e n s i o n - t e n s i o n  
f a t i g u e  tested f o r  1000 c y c l e s  a t  a m a x i m u m  peak l o a d  equal t o  70 
p e r c e n t  of u l t i m a t e  load  i n  t h e  room temperature  case, and 60 p e r c e n t  of 
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u l t i m a t e  l o a d  i n  t h e  180°F (82°C)  case. The lower peak l o a d  
p r e c o n d i t i o n  used f o r  t h e  elevated temperature  specimens w a s  necessa ry  
t o  p reven t  t h e  delaminat ion of t h e  specimens p r i o r  t o  completing t h e  
f u l l  1000 c y c l e s .  The s p i k e  load  EDT specimens were cyc led  once t o  a 
peak load o f  70 p e r c e n t  of u l t i m a t e  p r i o r  t o  being s u b j e c t e d  t o  t h e  
normal s i n u s o i d a l  loading.  It w a s  n o t  necessa ry  t o  reduce t h e  s p i k e  
peak l o a d  level  fo r  t h e  e l e v a t e d  t empera tu re  specimens because t h e y  d i d  
n o t  de l amina te  du r ing  t h e  one c y c l e  a t  t h e  70 p e r c e n t  peak load  l e v e l .  
Performance o f  t h e  a c t u a l  t e n s i o n - t e n s i o n  f a t i g u e  tes t  on t h e  edge 
de lamina t ion  specimen a t  a p a r t i c u l a r  stress level was S t e p  5. This  
s t e p  inc luded  performing t h e  f a t i g u e  t es t  between t w o  predetermined 
stress v a l u e s  u n t i l  delaminat ion occur red  and t h e  specimen c a l c u l a t e d  
dynamic modulus had decreased by a t  least 5 p e r c e n t  from t h e  i n i t i a l  
c a l c u l a t e d  v a l u e .  F igu re  6 shows a typical modulus decay curve.  A l l  
modulus decay cu rves  are included i n  Appendix B. When t h e  dynamic 
modulus dec reased  t o  less than  95 p e r c e n t  of t h e  o r i g i n a l  c a l c u l a t e d  
v a l u e ,  t h e  computer suspended t h e  fatigue test and ramped t o  z e r o  load. 
A s  F igu re  6 shows, t h e  drop i n  modulus w a s  e a s i l y  determined f r o m  t h e  
d a t a .  The c r i t i ca l  s t ra in  v a l u e  ( E ~ )  used i n  t h e  GC c a l c u l a t i o n  was 
determined by looking a t  t h e s e  cu rves  and p i c k i n g  t h e  l o c a t i o n  of t h e  
o n s e t  of de lamina t ion  as t h e  p o i n t  where t h e  modulus started to  d e c r e a s e  
to  t h e  minimum v a l u e  f o r  t h a t  tes t .  A t  least one specimen f o r  each  
fatigue cu rve  w a s  t e s t e d  t o  l o 7  c y c l e s  t o  i n v e s t i g a t e  material behav io r  
a t  longe r  t h a n  normal f a t i g u e  test  runout  ( t y p i c a l l y  l o 6  c y c l e s ) .  
O p t i c a l  i n s p e c t i o n  of test specimens, a f t e r  t h e  computer had suspended 
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Specimen data files were then transferred from the PDP11/24 to a 
VAX 11/750 minicomputer for reduction and plotting after test 
completion. Complete test results are presented in Section 4. 
3.4 Dye-Enhanced X-Ray and Optical Photography 
Dye-enhanced x-ray and optical photographs were taken of some of 
the specimens, to document the extent of the delaminations. A PANTEK 
Model HF75 Industrial X-ray unit was used to take all radiographs. This 
unit was designed especially for low density materials such as 
composites. The dye was the same used for previous work for 
NASA-Langley [lo]. The mixture formula used is as follows: 
60 gm ZnI, (Zinc Iodide) 
10 ml Isopropyl Alcohol 
10 ml Deionized Water 
1 ml Kodak "Photo-Flo", Wetting Agent 
Polaroid Type 55 sheet film was used for all x-ray photographs. 
Settings on the x-ray controls were adjusted to result in good contrast 
for better interpretation of the photographs. The control settings were 
17 kilovolts (kV), 12 milliamps ( m A ) ,  20 seconds exposure time, and 
17 inch (432 mm) film focal distance (FFD). Two specimens from each EDT 
fatigue curve were radiographed. These radiographs are presented in 
Section 4. 
2 1  
3.5 Temperature and Relative Humidity Measurement 
Temperature and relative humidity measurements were recorded during 
most of the fatigue testing phase in the test laboratory using a 
Cole-Parmer Model 8368-50 hygrothermograph. Charts were changed 
periodically during the testing phase. Relative humidity ranged from 12 





4.1 Fiber and Void Volume Results 
All IM7/8551-7 panels supplied by NASA-Langley had a fiber volume 
of approximately 60 percent. The [ O ] ,  and [f35/0/90] panels had 
slightly higher fiber volumes than the [O],, and [O],, panels 
(62  percent versus 59 percent). Void volumes were typically less than 
1 percent except for the EDT panels where 1.2 to 4.7 percent voids were 
measured. Individual tabulated fiber and void volume data are given in 
Appendix A. 
S 
4 . 2  Static Tension Test Results 
All average static test results are given in Table 4. Individual 
static test results are given in Appendix A. Static tensile test 
results for the two test temperatures indicate the moderate elevated 
temperature, i.e., 180OF (82OC), had some effect on the material 
behavior. 
A slight decrease in axial tensile strength, and axial Young's 
modulus, and an increase in ultimate axial tensile strain and major 
Poisson's ratio were measured at the elevated test temperature, possibly 
due to the higher test temperature causing slight softening of the 
matrix material. 
Transverse tensile test results indicate that the IM7/8551-7 
material had lower strength and stiffness properties at the elevated 















































































































































































temperatures were cut from different panels and were of different 
thicknesses, an independent temperature effect could not be determined. 
The overall effect of specimen configuration and test temperature was 
seen as a decrease in transverse tensile strength and modulus and 
ultimate transverse tensile strain values at the higher test 
temperature. 
Static EDT results indicate that the IM7/8551-7 material was almost 
20 percent tougher at room temperature than at the elevated test 
temperature. Critical strain energy release rate ( G C )  values were 
slightly lower at the elevated temperature due to the lower measured 
critical strain at delamination ( E  ) and the lower stiffness values for 
the laminates. Equation (1) was used to calculate G - c -  
C 
2 
GC = fEct (E - E*) 
l a m  
= critical strain energy release rate GC where 
E = axial strain at delamination onset 
t = laminate thickness 
C 
= initial laminate modulus 
* 
E = laminate modulus if completely delaminated along one or 
more interfaces 
Strain at delamination onset ( E  ) was determined from the EDT stress- 
strain curves at the point where the curve began to deviate from linear 
C 
behavior. was determined by calculating the initial tangent 
modulus for the static EDT specimens. Values for E and E are given 





* 8E[ + 3 5 / 0 ] s  + 2E22 
E =  
8 
No [k35/0Is sub-laminate material was supplied to measure the stiffness 
values required to calculate the G values. Laminated Plate Theory 
Program AC3 was used to calculate the stiffness values for the 
sub-laminate used in the E calculations [12]. The E,, value was 
C 
* 
determined by calculating the initial tangent modulus from the 
transverse tensile tests. Appropriate values for each test temperature 
were used in all calculations. 
4.3 In-Plane Iosipescu Shear Test Results 
Average in-plane shear test results are presented in Table 4. 
Individual tabulated results and plotted results are given in 
Appendix A. Significant differences were seen in shear test results at 
the two test temperatures. Shear strength decreased by 25 percent and 
shear modulus decreased by 10 percent at the higher test temperature. 
Ultimate shear strains could not be determined due to saturation of the 
strain gage rosettes used to measure shear strain on the Iosipescu shear 
test specimens. Shear strains measured were quite nonlinear for this 
material system at both test temperatures. 
4.4 Transverse Coefficient of Thermal Expansion (CPE) Results 
Average transverse CTE results are presented here. Individual 
tabulated and plotted transverse CTE results are presented in 
Appendix A. The average transverse CTE value for the IM7/8551-7 
material was 19.4 p&/"F (34.8 p&/"C). This value is quite typical for 
most carbon fiber/epoxy material systems. No unusual behavior was seen 
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in the thermal expansion testing results. No axial thermal expansion 
testing was conducted in this program due to the dilatometer equipment 
not being able to adequately measure the extremely small displacements 
in the axial direction for carbon fiber/epoxy composites. 
4.5 Tension-Tension Edge Delamination Fatique Results 
Six complete fatigue curves were generated using the EDT method 
subjected to sinusoidal excitation loading at 10 Hz, R = 0.1, at various 
stress levels. Three of the fatigue curves were generated at room 
temperature and three at elevated temperature, 180'F (82'C). Three 
different specimen preconditioning methods were used to prepare the EDT 
test specimens for cyclic fatigue loading. One curve at each test 
temperature was generated using a normal sinusoidal loading to specimen 
delamination with no pretest load history (baseline curves). One curve 
at room temperature was generated with normal sinusoidal loading after 
the specimen had been subjected to a high cyclic load to 70 percent of 
ultimate load for 1000 cycles (high mean load curves). The elevated 
temperature precondition, with the high mean load for 1000 cycles, was 
performed to only 60 percent of ultimate load. The EDT specimens 
delaminated before the 1000 cycles were completed at 70 percent, 
precluding the need for further fatigue loading. The third fatigue 
curve at both test temperatures was generated after the EDT specimens 
had been subjected to 70 percent of ultimate load for one cycle only 
(spike load). 
Figures 7 through 9 illustrate the temperature effect on GC for 
each of the three load preconditions. Figure 7 shows the two normal 
fatigue curves generated at different temperatures. Figures 8 and 9 
27 
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show the high spike and high mean load precondition fatigue curves at 
the two test temperatures, respectively. The elevated temperature curve 
in all three of these figures indicates that higher dynamic G values 
were calculated independent of precondition method, for comparable 
cycles to delamination. 
C 
Comparisons of room temperature fatigue G values at low numbers of 
cycles with static GC data (Table 4 )  indicate that the dynamic GC values 
are much lower (a factor of two) than those generated under static 
loading at room temperature. Elevated temperature dynamic G values at 
a low number of cycles to delamination indicate much more consistent 




The normal, high spike load, and high mean load curves at the room 
test temperature and elevated test temperature are plotted in Figures 10 
and 11, respectively. Figure 10 indicates that there are significant 
effects due to the preloading history at room temperature. The two 
precondition loading curves indicate that damage incurred by the 
specimen is worse for the high mean load precondition than for the high 
spike precondition. At room temperature, nearly three decades fewer 
cycles were seen in the high mean precondition curve than the normal 
curve data. The spike precondition curve at room temperature indicates 
that approximately two decades fewer cycles to delamination were 
measured compared to the normal fatigue curve. Precondition comparisons 
in Figure 11 show that the effects were reduced significantly at the 
higher test temperature. Little difference could be seen between the 
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4.6 X-ray and Optical Photoqraph Results 
Dye-penetrant enhanced x-rays and optical photographs were taken of 
some of the failed EDT specimens to document the extent of the 
delaminations. The x-ray opaque dye was composed of the materials 
listed in Section 3.5 at the given mixing ratios. Figures 12 through 17 
are dye-penetrant enhanced x-rays of two specimens from each fatigue 
curve. At least two specimens from each fatigue curve were x-rayed to 
see if there were any differences in delamination zones due to 
temperature or the load history variations used for the fatigue testing. 
One specimen with less than 100 cycles and one with more than 10,000 
cycles were x-rayed from each fatigue curve. The delamination zones 
appear as darkened areas in the radiographs. Number of cycles to 
delamination, temperature, and load precondition did not seem to affect 
the delamination zone size or appearance. Darkened areas at the points 
of extensometer attachment were due to the glue lines absorbing the dye 
and are not caused by actual damage to the specimens. 
Optical photographs were taken of specimen edges to document the 
delamination crack at the free edge. Figures 18 and 19 are optical 
photographs of two specimen edges showing typical edge delamination 
cracks. The delamination occurred at the 0/90 interfaces in all cases, 
and wandered back and forth between the 0" plies within the 90" plies 
along the length of the specimens. This behavior was as expected for 
the [+3S/0/90]s layup used in this program. No variations in 
delaminations were seen between the different test temperatures or 
preloading history specimens to indicate any visible effect on the 
delamination crack path. 
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Figure 12. Dye-enhanced X-ray Photograph of Two EDT Fatigue Failed 
Specimens at Room Temperature, No Precondition. 
Top: Specimen No. LFLESA - 36 Cycles to Delamination. 
Bottom: Specimen No. LFLLSD - 950 Cycles to Delamination. 
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13. Dye-enhanced X-ray Photograph of Two EDT Fa t igue  FaiL3d 
Specimens a t  R o o m  Temperature, High Spike Load Precondi t ion .  
Top: Specimen N o .  LFLDPA - 1 Cycle t o  Delamination. 
Bottom: Specimen N o .  LFLNPB - 1000 Cycles t o  Delamination. 
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Figure 14. Dye-enhanced X-ray Photograph of Two EDT Fatigue Failed 
Specimens at Room Temperature, High Mean Load Precondition. 
Top: Specimen No. LFLDMB - 66 Cycles to Delamination. 
Bottom: Specimen No. LFLLMA - 3300 Cycles to Delamination. 
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Figure 15. Dye-enhanced X-ray Photograph of Two EDT Fatigue Failed 
Specimens at 180°F (82OC), No Precondition. 
Top: Specimen No. LFHESA - 51 Cycles to Delamination. 
Bottom: Specimen No. LFHMSB - 210,000 Cycles to Delamination. 
3 8  
Figure 16. Dye-enhanced X-ray Photograph of Two EDT Fatigue Failed 
Specimens at 180°F (82"C), High Spike Load Precondition. 
Top: Specimen No. LFHEPA - 1 Cycle to Delamination. 
Bottom: Specimen No. LFHMPA - 70,000 Cycles to Delamination. 
ORlGiNAL PAGE IS 
O$ POOR QUALITY 
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Figure  17 .  Dye-enhanced X-ray Photograph of Two EDT Fa t igue  F a i l e d  
Specimens a t  180°F ( 8 2 O C ) ,  High Mean Load Precondi t ion .  
Top: Specimen N o .  LFHF'MA - 1 Cycle t o  Delamination. 
Bottom: Specimen N o .  LFHMMA - 890,000 Cycles t o  Delamination. 
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Figure 18. O p t i c a l  Photograph of F a i l e d  EDT Fa t igue  Specimen Showing a 
Crack at the Free Edge i n  the 90" P l i e s .  
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Figure 19. Opt ica l  Photograph of Fa i l ed  EDT Fat igue Specimen Showing a 




Static lamina, static edge delamination, and tension-tension 
fatigue edge delamination testing was performed on IM7/8551-7 carbon 
fiber-reinforced/epoxy. Static lamina test results indicated some 
reduction in material properties from the elevated test temperature on 
this material system. Matrix-dependent material properties (shear, 
transverse tension, and EDT) measured at the elevated test temperature 
were typically lower than those measured at room temperature. Higher 
test temperatures could be used for future testing to identify an upper 
use temperature for this material system. The IM7/8551-7 performed well 
at the 180°F (82OC) test temperature. Static test results indicated 
that the GC of this material system was quite good compared to other 
material systems previously tested [5,6]. Results from this test 
program should allow the finite element analysis used by O'Brien to 
predict the contributions of G and G to GC for this material [3]. IC IIC 
At room temperature, EDT fatigue results indicated lower GC values 
(half of static values) were measured compared to static GC values. All 
three preconditions resulted in lower G at room temperature. EDT 
fatigue testing at the 180°F (82OC) test temperature indicated that 
comparable values of G were measured compared to static EDT values. 
C 
C 
Effects on GC at elevated temperature due to preconditioning test 
specimens were minimal. Only at the high stress level/low number of 
cycles portion of the fatigue curves was there much variation in GC 
between the different load preconditioning data. The high mean load and 
high spike load curves resulted in GC values lower than the no 
43 
precondition curve values up to about 100 cycles. Elevated temperature 
data from the three precondition curves approached the same G value at 
runout ( i o 7  cycles). 
C 
The room temperature G values at equal number of cycles from the 
three precondition curves were quite different after 10,000 cycles. The 
C 
three room temperature curves showed a strong influence of the 
C precondition method used with the high mean load having the lowest G 
values and the no precondition G values being the highest values at 
greater than 10,000 cycles. Number of cycles to delamination was 
C 
reduced by three to four decades compared with the no precondition case 
after specimens had been preconditioned at room temperature by the high 
mean level method. Two to three fewer decades of cycles to delamination 
were measured after preconditioning with the single high spike loading 
compared with the no precondition case. 
Optical photographs showed that the delamination crack on the free 
edge of specimens did not vary due to test temperature or precondition. 
Dye-enhanced radiographs taken of delaminated specimens showed that no 
discernible differences could be attributed to the two different test 
temperatures or three preconditions. 
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APPENDIX A 
INDIVIDUAL STATIC TEST RESULTS 
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Table A1 
Individual Fiber and Void Volume Results for 
IM7/8551-7 Composites 
Plate Layup Fiber Volume Void Volume 
Wf) (VV) 
























































Individual Static Axial Tensile Results 
for IM7/8551-7 Composites 
Spec h e n  Test Tensile Tensile Ultimate Poisson's 
Name Temperature Strength Modulus Strain Ratio 
(OF) ( k s i )  (GPa) (Msi) (GPa) (Percent) 
NLOTD2 75 372 2.56 23.9 165 1.5 0.168 
3 383 2.64 23.8 164 0.6" 0.186 
4 341 2.35 21.7 150 1.9 0.174 
5 231" 1.59* 24.7 170 0.8" 0.200 
6 
Average 
- 358 ?.47 22.3 - 154 1.3 0.189 
364 2.51 23.3 161 1.5 0.183 
Std. Dev. 18 0.12 1.2 8 0.3 0.013 
NLFSHl 180 321 2.21 22.1 152 1.2" 0.419* 
2 364 2.51 21.4 148 1.6 0.404 
3 367 2.53 21.3 147 1 .5  0.345 
4 369 2.54 21.8 150 1.5 0.345 




Average 359 2.47 21.8 150 1 .5  
Std. Dev. 2 1  0.15 0.5 3 0.1 
*Not included in Average or Standard Deviation 
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Table A3 
Individual Static Transverse Tensile Results 
for IM7/8551-7 Composites 
Specimen Test Tensile Tensile U 1 timat e 
Name Temperature Strength Modulus Strain 
(OF) (ksi) (GPa) (Msi) (GPa) ( Percent ) 
NLTTDO 75 6.84 47.8 1.19 8.2 0.58 
1 7.56 52.1 1.15 7.9 0.67 
2 7.61 52.5 1.21 8.3 0.64 
3 2.80" 19.3" 1.15 7.9 0.22" 




0.59 7.30 50.3 1.27 
7.34 50.7 1.20 8.2 0.62 
0.03 1.86 0.05 0.3 0.04 
-8.8 -









4.72 32.5 1.05 7.2 0.46 
5.05 34.8 1.05 7.2 0.53 
6.20 42.7 1.08 7.4 0.60 
6.50 44.8 1.11 7.6 0.62 
6.63 45.7 1.09 7.5 0.65* 
42.7 1.09 7.5 0.60 6.19 
5.88 40.5 1.08 7.4 0.56 
0.80 5.5 0.02 0.2 0.07 
- -
*Not included in Average and Standard Deviation 
Table A4 
Individual In-Plane Iosipescu Shear Results 
for IM7/8551-7 Composites 
Specimen Test Shear Shear U 1 t imat e 
Name Temperature Strength Modulus Strain 
(OF) ( k s i )  (GPa) (Msi) ( GPa) ( Percent ) 
NFIRDl 75 16.1 111 0.86 6.0 11.9 
2 14.9 103 0.87 6.0 11.9 
3 15.8 109 0.83 5.7 11.9 











5.4" -5.2 - 0.76 -88 -12.8 
15.0 104 0.83 5.7 11.5 
1.3 9 0.05 0.3 0.8 
-
12.4 85 0.81 5.6 11.4 
10.1* 70* 0.77 5.3 5.9" 
13.3 9 1  0.76 5.3 11.3 
13.1 90 0.78 5.4 11.3 
11.3 12.3 
12.7 88 0.75 5.2 11.3 
-4.2 - 0.62 - 85 --
Std. Dev. 0.5 3 0.08 0.6 0 . 1  
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Lamina and Laminate Material P r o p e r t i e s  
for  IM7/8551-7 Composites 
T e s t  Temperature 
75°F (25°C) 180°F (82°C) 
[ O ] ,  (Input Properties From Static Tests Used in AC3) 
E,, = 23.3 M s i  (160.7 GPa) 21.1 M s i  (145.5 GPa) 
1.2 M s i  (8.3 GPa) 1.1 M s i  (7.6 GPa) E22 - 
G,, = 0.83 M s i  (5.7 GPa) 0.75 M s i  (5.2 GPa) 
v 1 2  - 
- 
0. 180 0.370 - 
[+35/0/90]s (Predicted Properties From AC3) 
= 11.1 M s i  (76.5 GPa) 10.3 M s i  (71.0 GPa) 
7 .6  M s i  (52.4 GPa) 7 . 1  Msi (49.0 GPa) Ex - E., 
Gy = 3.1 M s i  (21.4 GPa) 2.9 M s i  (20.0 GPa) 
vxy = 0.311 0.332 
XY 
[ f35/0Is (Predicted Properties From AC3) 
= 11.8 M s i  (81.4 GPa) 10.9 M s i  (75.2 GPa) 
2.3 M s i  (15.9 GPa) 2.1 M s i  (14.5 GPa) 
GY = 3.9 M s i  (26.9 GPa) 3.6 M s i  (24.8 GPa) 




E =  9.18 M s i  (63.3 GPa) 8.41 M s i  (58.0 GPa) 
( C a l c u l a t e d  Using AC3 and Equat ion 2) 
- 9.85 M s i  (67.9 GPa) 9.99 M s i  (68.9 GPa) 
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AXIAL TENSION 82 DEG C 
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EDGE DELAMINATION 23 DEG C 
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EDGE DELAMINATION 82 DEG C 
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APPENDIX B 
INDIVIDUAL TENSION-TENSION FATIGUE RESULTS 
150 
Naming Convention for Edge Delamination 
Fatigue Specimens 
Specimen name - 123456.FTG - six characters with .FTG extension 
Character Meaning: 
1. L - NASA-Langley 
2. F - Fatigue Specimen 
3. L or H - Test Temperature 
H = High 180°F (82°C) 
L = LOW 75°F (25°C) 
4. Maximum Load Value where: 
A = 95% of Ultimate Load 
B = 90% 
C - 85% 
D - 80% 
E - 75% 
F - 70% 
G - 65% 
H - 60% 
I - 55% 
J - 50% of Ultimate Load 
K - 45% 
L - 40% 
M - 35% 
N - 30% 
0 - 25% 
P - 20% 
Q - 15% 
R - 10% 
5. - Precondition Type 
S - No precondition (Normal) 
M = High Mean Load (1000 cycles) 
P - Spike Load (One cycle) 
6 .  - Specimen Number 0 - 9 ,  A - Z  
Example - LFLESA.FTG 
Explanation - LF - NASA-Lang ey Fatigue Program 
L = Low tempe ature 75°F (25°C) 
E - 75% of U1 imate Load 
S - No Precon I ition 
A - Specimen No. A 
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